
Hoindar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG

Geochemical

Lab Report

REPORT: D89-31471.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: E6-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ait Gold 38 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 38 2 -150 38 Assay Prep 38

------------------------------------------------—mu Aduexgu aoz cu cj ------------------------

Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

, _,- . ' 

ndar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-31471.4 ( CONPLETE l 

CLIENT: BROHN NIMIMG CORP. 
PROJECT: NOME LISTED 

ORDER 

1 Au 

ELENEMT 

Gold 

SAl'IPLE TYPES MUl'IBER 
------------------------------
D DRILL CORE 38 

BC 
BONDAR-CLEGG 

MUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

38 0.002 OPT 

SIZE FRACTIONS MUl'IBER 
------------------------------
2 -150 38 

Geochemical 
Lab Report 

REFERENCE INFO: HONE LISTED 

SUBNITTED BY: J. BARROM 
DATE PRINTED: 2&-SEP-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS MUl'IDER 
---------------------------
Assay Prep 38 

~- Tw" c~•nlA~ ,~ .... 1 .. ,1 uuu-:>n-:>c; Uft~ft ~ftftft,,.ft,I 

Final results are reported. 

REPORT COPIES TO: l'IR. Jil'I BARRON INVOICE TO: l'IR. JIN BARROM 
1111." ,,. U"S'~"M 



fiondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORT: D89-31471.A
DATE PRINTED: 26-SEP-&9
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-563-0-5 0.015
D2 R89-563-5-10 0.021
D2 R89-563—10-15 0.026
D2 R89-563-15-20 0.017
D2 R89-563-20-25A 0.017 -^7 , ofb

D2 R89-563-20-25B
0.015 —^

D2 R89-563-25-30 0.014
D2 R89-563-30-35 0.011
D2 R89-563-35-40 0.009
D2 R89-563-40-45 0.024

D2 R89-563-45-50 0.048
D2 R89-563-50-55 0.009
D2 R89-563-55-60 0.008
D2 R89-563-60-65 0.016
D2 R89-563-65-70 0.019

D2 R89-563-70-75 0.007
D2 R89-563-75-80 0.009
D2 R89-563-80-85 0.011
D2 R89-563-85-90 0.007
D2 R89-563-90-95 <0.002

D2 R89-563-95-100 0.008
D2 R89-563-100-105 0.015
D2 R89-563-105-110 0.009
D2 R89-563-110-115 0.008
D2 R89-563-115-120 0.011

D2 R89-563-120-125 0.006
D2 R89-563-125-130 0.009
D2 R89-563-130-135 0.004
D2 R89-563-135-140 0.007
D2 R89-563-140-145 0.032

• .i 

. ndar-Clegg, Inc. 
_; 12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31471.4 

SAl'IPLE 
HUl'IBER 

D2 R89-56J-0-5 
D2 R89-563-5-10 
D2 R89-563-10-15 
D2 R89-563-15-20 

ELE11EHT 
UHITS 

D2 R89-563-20-25A 

D2 R89-563-20-25B 
D2 R89-563-25-30 
D2 R89-563-30-35 
D2 R89-563-35-40 
D2 R89-563-40-45 

D2 R89-563-45-50 
D2 R89-563-50-55 
D2 R89-563-55-60 
D2 R89-563-60-65 
D2 R89-563-65-70 

D2 R89-563-70-75 
D2 R89-563-75-80 
D2 R89-563-80-85 
D2 R89-563-85-90 
D2 R89-563-90-95 

D2 R89-563-95-100 
D2 R89-56J-100-105 
D2 R89-563-105-110 
D2 R89-56J-110-115 
D2 R89-563-115-120 

D2 R89-56J-120-125 
D2 R89-S63-125-130 
D2 R89-S6J-130-135 
D2 R89-563-135-140 
D2 R89-S63-140-145 

D2 R89-563-145-150 
D2 R89-563-150-155 
D2 R89-563-155-160 
D2 R89-S6J-160-165 
D2 R89-563-165-170 

D2 R89-563-170-175 
D2 R89-563-175-180 
D2 R89-563-180-185 

Au 
OPT 

0.015 
0.021 
0.026 
0.017 
0.017 7 , o/~ 

-,,.,-

o. 015 _.,..7 
0.014 
0.011 
0.009 
0.024 

0.048 
0.009 
0.008 
0.016 
0.019 

0.007 
0.009 
0.011 
0.007 

(0.002 

0.008 
0.015 
0.009 
0.008 
0.011 

0.006 
0.009 
0.004 
0.007 
0.032 

0.041 
0.043 
0.010 
0.006 
0.004 

0.005 
0,005 
0.009 

BC 
BONDAR-CLEGG 

I DATE PRINTED: 26-SEP-89 
PROJECT: HONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR. JIM BARRON 
P.U. BOX 405 
DEADWOOD, BD 
57738

Invoice s 1)0158(36, Page i

Date s SEP-69

Report No* 
Project s 
Re-? 1 erence s

D89-31471.A 
NONE LISTED 
NONE LISTED

38 Analyses of Gold 
Subtota1

at % 7.00 $ 866.00
866.00 •!» 866.00

3 a m p 1 e P r e p a r a t i o n
38 Samples of Assay Prep 

Subtotal
at -i. 3.00 % 114.00

$ 114.00 $ 114.00

Mi seelianeous Charges
A% S.D. state sales tax 
il% Dead wood city sales tax 

Subtotal

% 4. 56
% 8.8.8
$ 6.04 % 6.04

Inv oice Totals $ 386.04 U« S»

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

,. .... . . ...... 

C 
BII\IDAR-aIGG 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

625 SpiceJsiaM Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31472.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

CITFNT: BROHM MTNING CORPORATION 
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON 
DATE PRINTED: 15-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 61 0.110? OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 61 2 -isn 61 CRUSH,PULVERIZE -150 61
EXCESSIVE WFTNFSS/LB 865
SAMPLE PICKIJP/MILE 1

REMARKS: PLEASE NOTE: DUPLICATE SAMPLE OF R89-563 
310-315 WAS SENT; ONF WAS GIUFN THF SUFFTX 
"A".
1AT GOLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON 
MR. ROD MCCLEOD

INUOICF TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
625 Spice~, d Dr. 
Buil ·ng I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

RLPORT: R89·31'i72.4 ( COMPLETE) 

Cl ffNT: BROIIM MTNING CORPORATION 
PROJECT: NONE GIVEN 

ORDER El EM[NT 

1 Au Gold 

SAMPLE TYPES 

l OTMER DRILL TYPES 

NUMBER 

61 

BC 
BONDAR-CLEGG 

A DI\ ISIO'l Of l'\CHCAPI:: INSPECTIO'l & Tl::STl"Ki SLR\ ICl::S 

NUMUFR OF LOWER 
ANALYSES DETECTION llMIT EXTRACTION 

61 n.1!07 OPT 

SIZE FRACTIONS 

2 1sn 

NUMBER 

61 

REMARKS: PLFASE NOTE: DUPLICATE SAMPLf OF RB? 563 
310·31S WAS SENT; ONF WAS GIUFN THF SUFFTX 
"A". 
1AT GOLD (29.17G) 

Geochemical 
Lab Report 

REFcRENCE INFO: NONE GIVEN 

SUUMTTTEO BY: BARRON 
DATE PR!NTFD: 15-DEC-89 

METHOD 

SAMPLF PREPARATTONS NUMBER 

CRUSH.PULVERIZE 1sn 61 
FXC~SSIVF WFTNFSS/LB 865 
SAMPLE PICKUP/MILE 1 

REPORT COPIFS TO: MR. JIM BARRON 
MH. rrno MCCLEOD 

INVOICF TO: MR. JIM BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

625 Spice Islahd Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATF PRINTED;
REPORT: R89-31472.4

15-DEC-89
PROJFCT: NONE GIUFN PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-563 185-1911 0.017 11 R89-563 380-385 0.034
Z2 R89-563 1911-195 0.029 11 R89-563 385-390 0.022
Z2 R89-563 195-2011 n. 046 , c> 4* 11 R89-563 390-395 0.018
Z2 R89-563 2im-2CI5 0.021 11 R89-563 395-400 0.040
Z2 R89-563 2115-210 0.1122 11 R89-563 400-405 0.006

11 R89-563 210-215 0.016 11 R89-563 405-410 0.005
Z2 R89-563 215-220 0.019 11 R89-563 410-415 0.005 .OOf
11 R89-563 220-225 0.0111 11 R89-563 415-420 0.013
11 R89-563 225-230 0.008 Z2 R89-563 420-425 0.017
11 R89-563 230-235 0.008 11 R89-563 425-430 0.009

11 R89-563 235-240 11.007 Z2 R89-563 430-435 0.013
11 R89-563 240- 245 0.006 11 R89-563 435-440 0.046
11 R89-563 245-250 n. fins % o o 11 R89-563 440-445 0.112
11 R89-563 250-255 0.(1114 11 R89-563 445-450 0.009
11 R89-563 255-260 0.004 11 R89-563 450-455 0.010

11 R89-563 260-265 0.003 11 R89-563 455-460 0.005
11 R89-563 265-270 0.005 11 R89-563 460-465 0.008
11 R89-563 270-275 0.005 Z2 R89-563 465-470 0.009
11 R89-563 275 280 0.002 11 R89-563 470-475 0.015
11 R89-563 280-285 0.1104 11 R89-563 475-480 0.027

11 R89-563 285-290 0.1104 11 R89-563 480-485 0.009
11 R89-563 290-295 0.007
11 R89-563 295 -300 0.012
Z2 R89-563 300-305 0.013
11 R89-563 305-310 0.007

11 R89-563 310-315
11 R89-563 310-315A

0.010,
0.00 7i*0OO

11 R89-563 315-320 0.039
Z2 R89-563 320 325 0.007
Z2 R89-563 325-330 0.024

11 R89-563 330 -335 0.028
11 R89-563 335-340 0.066
11 R89-563 340-345 0.020
11 R89-563 345-350 0.055
11 R89-563 350-355 0.007 .ootf

11 R89-563 355-360 0.008
11 R89-563 360-365 0.037
11 R89-563 365 370 0.040
11 R89-563 370-375 0.012
11 R89-563 375-380 0.039

Bondar-Clegg, Inc. 
625 Spice Isl d Dr. 
Bui! ng I, Unil A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89-31472.4 

SAMPLE 
NUMBER 

EL[Ml:NT 
UNITS 

Z2 R89-563 185 -190 
Z2 R89 563 19fl-195 
72 R89-563 195-200 
Z2 R89-563 21111 · 2fl'i 
Z2 R89-563 205 -210 

Z2 R89-563 210 -215 
72 R89 563 215 220 
Z2 R89 563 22fl-225 
Z2 R89 563 225 230 
Z2 R89-563 23fl -235 

Z2 R89 563 235 140 
Z2 R89 563 24fl 245 
72 R89-563 245-250 
77 R89 563 25fl -255 
77 R89-563 755 260 

77 R89-563 260-265 
Z2 R89 563 ns 210 
Z2 R89·563 27fl 275 
77 R89-563 275 780 
Z7 R89 56 3 280 285 

72 R89 -563 785-?90 
72 R89-563 2911 795 
12 R89-563 795 3no 
Z2 R89-563 111fl 3(1.'i 
72 R89-563 305 310 

72 R89-563 31fl -315 
72 R89-563 31ll-315A 
Z2 R89 -563 315 320 
72 R89 -563 370 325 
72 R89-563 325 -330 

72 R89 563 33ll 335 
Z2 R89-563 335-340 
72 R89 -563 3/ill 345 
Z2 R89-563 145 110 
7? R89 -563 1~11 l'i1 

7? R89-563 lSS 360 
72 R89-563 360 365 
72 R89 563 365· 370 
72 R89 -563 370 375 
72 R89-563 375 380 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 151O~ OF INCHCAPE l~SPECTIO'.'< & TESfl'<(i Sl:R\KES 

Au 
OPT 

fl.fl17 
n.n29 
o.Wt6 .o~ 
n.1121 
o.on 

n.n16 
ll.019 
fl. [11 ll 
fl.008 
fl. llfl8 

ll. 007 
O.llfl6 

n.005 , o oe-
0.11114 
11.0Wt 

o .11111 
o.ons 
0.llfl.'i 
n.002 
0.llfl4 

ll.llfllt 
0.007 
0. 012 
0.013 
0.007 

0.010 
0.001] ,oot 
0.039 
0.007 
0.024 

0.028 
0.066 
0.020 
0.055 
0.001 • oo,t 

0.008 
0.037 
0. 040 
0.012 
0.039 

DATF PRINTfD: 15-DFC-29 
PR0JFCT: NON[ GIVFN PAGE 1 

SAMPLE FLEM[NT Au 
NLIN£lt-R UNITS OPT 

Zr R89 563 380 385 0.034 
Z2 R89 563 385-390 0.022 
Z2 R89 563 390-395 0.018 
Z2 R89-5G3 395 4 llfl 0.040 
Z2 R89 563 400 -405 0. 00(, 

Z2 R89 5614fl541fl • .DOS 
Z? R89 563 410-415 0. 00.5 , 004-
Z2 R89 5G1415420 0.013 
Z2 R89-563 470 425 0.017 
Z2 R89-561 425 430 0.009 

Z2 R89 563 430-435 0.013 
Z2 R89-563 435 440 0.046 
Z2 R89 563 440-445 0.112 
Z2 R89 ·563 445 4S0 0. OQ<J 
Z2 R89·563 450-455 0.010 

Z2 R89 563 455 4611 O.OO'i 
Z2 R89-563 46ll 465 0.008 
Z2 R89-563 465 470 0.009 
Z2 R89 563 470 475 0.015 
Z2 R89 563 475-480 0.027 

Z7 R89 563 4811 485 0.009 



Geochemical

Lab Report

Bondar-Clegg, Inc.

625 Spice Js'afcd Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTlji(Cervices
t PATF PRINTFP: 15-DEC-89.REPORT: R89-31472.4 | J ? pfco^lFCT: NONE GIVEN- • PAGE j ?

'i * .“■* __: .
SAMPLE FIEMFNT Au 5AMPI
NUMBER UNITS OPT NUMBE

r 1 ---- : • :
{ , , ’ ElFMFNT Au
l • m p; °ffln . i ,}________

R89-563 195-2(111 0.046
Duplicate 0.Q43 — • ^

R89-563 245-25(1 0.005 _ qQQ
Duplicate 0.007 ~

—1___________

.03 DHIMIM MHOP3

R89-563 305-310 0.007
Duplicate 0.007

R89-563 350-355
Duplicate

0.007 .
0.009'

R89-563 410-415 0.005
Duplicate 0.003 ; » 42>0 4-

R89-563 460-465 0.008
Duplicate 0.009

Bondar-Clegg, Inc. 
625 Spice h' d Dr. 
Bui! ·ng 1'. Unit A 
Spark>, Nevada 89431 
702 (359-9330) 

R[PORT: R89 31472.4 

SMPLE fl fMfNT 
NUMBER UNITS 

R89 563 195 211fl 
Duplicate 

R89-563 245-25fl 
Duplicate 

R89 563 305 31fl 
Duplicate 

R89-563 3511 1S1
1 

Duplicate 

R89 563 410-41!1 
Duplicate 

f{89 561 46fl 465 
Duplicate 

L_ 

BC 
BONDAR·CLEGG 

A Dl\'ISION 01 INCHC/\PL INSPL,CTION & I l:Sfl 

Au SAMPI 
OPT NUMBE 

0. 04(, 
,o44 0.043 -

0.005 : .oo(o 
0.007 

0.007 
0.007 

0. 007 _ 
o.oor •00 ~ 

0.005 
0.003: 100 4-

0.008 
0.009 

,~, 

Geochemical 
Lab Report 
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BROHM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485
DEADWOOD, SOUTH DAKOTA 
57732

Invoice : R076593, Page 1

Date : 29-SEP-89

Report No: R89-31472.4
Project : NONE GIVEN
Reference: NONE GIVEN

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431 \

702 (359-9330)

BARRON

61 Analyses of Gold at $7.00 S 427.00
Subtotal $ 427.00 $ 427.00

Sample Preparation
61 Samples of CRUSH,PULVERIZE -150 at $ 3.00 $ 183.00

865 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 173.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00

Subtotal $ 368.00 $ 368.00

Miscellaneous Charges
4% S.D. STATE SALES TAX $ 14.72
2% DEADWOOD CITY SALES TAX $ 7.36

Subtotal $ 22.08 $ 22.08

Invoice Total: $ 817.08

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BROHM MINING CORPORATION 
lR . JIM BARRON 

PO BOX 485 
DEADWOOD, SOUTH DAKOT 
57732 

61 Analvses of Gold 
Subtotal 

Sample Preparation 
61 Samples of CRUSH,PULVERIZE -150 

865 Samples of EXCESSIVE WETNESS/LB 
1 Sample of SAMPLE PICKUP/MILE 

Subtotal 

Miscellaneous Charges 
4S:: S . D . ST TE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal 

Invoice R0 76593, 

Date 29- SEP-89 

Report 1o: R89-31472 . 4 
Project 'ONE GIVE. 
Reference: NOE GIVEN 

BARROi. 

Bondar-Clegg, Inc. 
625 Spice Island Dr . 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

Pa<;ie 1 

at S 7 . 00 s 427. 00 
$ 427 . 00 s 427.00 

at $ 3.00 s 183 . 00 
at S 0.20 s 173 . 00 
at $12.00 $ 12.00 

s 368.00 $ 368 . 00 

s 14 . 72 
s 7. 36 
$ 22 . 08 $ 22 . 08 

Invoice Total: s 817 . 08 U.S. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

--------------



Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431 *

702(359-9330) BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31473.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 29-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 48 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUM8ER

Z OTHER DRILL TYPES 48 2 -150 48 CRUSH.PULVERIZE -150 48
EXCESSIVF UFTNESS/LB 664
SAMPLE PICKUP/MILE 1

REMARKS
1AT GOID (29.17G)

REPORT COPIES TO: MR. JIM BARRON INVOICE 10: flK. JIM BflKKON:
MR. ROD MCCLEOD

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparb, ev;,-ia 89-l31 • 
"02 (359-933 ) 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI \ 1S10'< 01 It-;CH( APL l'<SPECTIO\/ & TESTl'<G SLR\' ICES 

REPORT: R89-31473.4 < COMPLETE > 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDER ELEMENT 

1 Au Gold 

SAMPLE TYPES NUMBER 

48 Z OTHER DRILL TYPES 

REMARKS: 
1AT GOID (29.17G) 

,~ 'U~ I llt'lt;'> 1u: n~ Jin NUt<NIIN 

MR. ROD MCCLEOD 

NUMBFR OF LO~ER 
ANALYSES DETECTION LIMIT EXTRACTION 

48 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

48 

REFERENCE INFO: NONE GIVEN 

SUUMITTED BY: BARRON 
DATE PRINTED: 29-SEP-89 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS NUMB ER 

CRUSH,PULVERIZE -150 48 
EXCESSIVE ~FTNESS/LB 664 
SAMPLE PICKUP/MILE 1 

I NUU r-- I U" nK din IIN 



Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A
Sparks, Nev^ia 89‘ff *

702 (359-9330)

Geochemical

Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31473.4
DATE PRINTED: 29-SEP-89
PROJFCT: NONE GIVEN PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNTTS OPT

Z2 R89-563 485-490 0.004 12 R89-563 665-670 0.004
Z2 R89-563 4911-495 0.007 12 R89-563 670-675 0.003
12 R89-563 495-5011 0.013 12 R89-563 675-680 0.006
12 R89-563 500-505 0.032 12 R89-563 680-685 0.005
-PUHJCflTE------ ---- 12 R89-563 685 -690 0.002

12 R89-563 505-510 0.009 12 R89-563 690-695 0.002
12 R89-563 510-515 0.013 12 R89-563 695-700 0.008
12 R89-563 515-520 0.008 12 R89-563 700-705 0.021
12 R89-563 520-525 0.005 12 R89-563 705-710 0.008
12 R89-563 525-530 0.U09 11 R89-563 710-715 0.017

12 R89-563 530-535 0.009 12 R89-563 715-720 0.005
12 R89-563 535-540 0.014 12 R89-563 720-725 0.009 -OlO

12 R89-563 540-545 0.011 « DUPLIGAW- - -  —- 0,014-
12 R89-563 545-550 0.011
12 R89-563 550 555 0.007 . 00%

-^IIPl IPATF —.. - - -
22 R89-563 555-560 0.010
22 R89-563 560-565 0.026
22 R89-563 565-570 0.013
Z2 R89-563 570 -575 0.031

22 R89-563 620 625 0.012
Z2 R89-563 625-630 0.008
22 R89-563 630-635 0.003
22 R89-563 635-640 0.003
22 R89-563 640-645 0.003

22 R89-563 645-650 0.0D4
22 R89-563 650-655 0.005
22 R89-563 655-660 0.005
11 R89-563 660-665 0.005

DUPtieftff—---- —ora—-

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nev 89'1ft • 
702 (359-9330) 

REPORT: R89 -31473.4 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

Z2 R89 -563 485-490 
Z2 R89-563 490-495 
z2 RB9-563 495-5on 
Z2 R89-563 5[10-5 ll5 

• OYP-1,,1COTE 

Z2 R89-563 505-510 
Z2 R89 -563 510-515 
Z2 R89-563 515-520 
Z2 R89-563 520-525 
Z2 R89-563 525-530 

Z2 R89-563 530-535 
Z2 R89-563 535-540 
Z2 R89 -563 540-545 
Z2 R89-563 545-550 
z2 R89 -563 55n -555 

-l)W-J,Cm._ 

Z2 R89-563 555-560 
Z2 R89-563 560-565 
Z2 R89 -563 565-570 
Z2 R89-563 570-575 

Z2 R89 -563 575-580 
Z2 R89-563 580-585 
Z2 R89 -563 585-590 
Z2 R89-563 590-595 
Z2 R89 -563 595-600 

Z2 R89 -563 600 -605 
Z2 R89 -563 605-610 
Z2 R89 -563 610 -615 

DUP-1:. ICifTI: 
Z2 R89-563 615 -620 

Z2 R89 -563 620 -625 
Z2 R89-563 625 -630 
Z2 R89 -563 630 -635 
Z2 R89-563 635-640 
Z2 R89 -563 640 -645 

Z2 R89-563 645-650 
Z2 R89 -563 650-655 
Z2 R89 -563 655-660 
Z2 R89 -563 660-665 

DUPLICM . 

Au 
OPT 

0.004 
O.U07 
0.013 
0.032 
8.8~ 

O.LI09 
0.013 
0.008 
o.on5 
O.U09 

0.009 
0.014 
0.011 
0.011 
0.007 

{l~ 009 
0.010 
0.026 
0.013 
0.031 

0.010 
0.034 
0.009 
0.006 
0.006 

0.014 
0.005 
0.069 
TI.D72 
0.023 

0.012 
0.008 
0.003 
0.003 
0.003 

0.004 
0.005 
0.005 
0.005 
•-. ans 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTI NG SERVICES 

.oo~ 

.070 

DOTE PRINTED· 29 -SEP -89 
PROJFCT: NONF GIVFN 

SAMPLE 
NUM[lFR 

ELEMENT 
UNJTS 

Z2 R89-563 665-670 
Z2 R89-563 670-675 
Z2 R89-563 675-680 
Z2 R89-563 680-685 
Z2 R89 -563 685 -690 

Z2 R89-563 690-695 
Z2 R89 -563 695 -700 
Z2 R89-563 700-705 
Z2 R89-563 705-710 
Z2 R89-563 710-715 

Z2 R89-563 715-720 
Z2 R89-563 720 -725 

, DllPLICAT..£ 

Au 
OPT 

0.004 
0.003 
0.006 
0.005 
0.002 

0.002 
0.0D8 
0.021 
0.008 
0.017 

0.005 
0 .009 · o I O 
g,ga 

PAGE 1 



\

I 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

~l0~ ~w~ n 
OCT 51~ u 

BROHM MINING CO. 

- - - - - - - - - - ------ ----

' 



Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date : 29-SEP-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31473.4
57732 Project : NONE GIVEN

Reference: NONE GIVEN

BARRON

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

Invoice : R076595,

48 Analyses of Gold 
Subtotal

Sample Preparation
48 Samples of CRUSH,PULVERIZE -150 

664 Samples of EXCESSIVE WETNESS/LB 
1 Sample of SAMPLE PICKUP/MILE 

Subtotal

Miscellaneous Charges
4% S.D. SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at $ 7.00 $ 336.00
$ 336.00 $ 336.00

at $ 3.00 $ 144.00
at $ 0.20 $ 132.80
at $12.00 $ 12.00

$ 288.80 $ 288.80

$ 11.55
3 5.76
3 17.31 3 17.31

Invoice Total: $ 642.11 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-CLEGG 

BROH.M MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485 
DEADWOOD, SOUTH DAKOTA 
57732 

48 Analyses of Gold 
Subtotal 

Sample Preparation 
48 Samples of CRUSH,PULVERIZE -150 

664 Samples of EXCESSIVE WETNESS/LB 
1 Sample of SAMPLE PICKUP/MILE 

Subtotal 

Miscellaneous Charges 
4% S.D. SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal 

Invoice R076595, 

Date 29-SEP-89 

Report No: R89-31473.4 
Project NONE GIVEN 
Reference: NONE GIVEN 

BARRON 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

Page 1 

at$ 7.00 $ 336.00 
$ 336.00 s 336.00 

at $ 3.00 s 144.00 
at $ 0.20 $ 132.80 
at $12.00 s 12.00 

s 288.80 s 288.80 

$ 11.55 
$ 5.76 
$ 17.31 $ 17.31 

Invoice Total: $ 642.11 U.S. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

--------------



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

REPORT: D89-31477.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 15 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 15 2 -150 15 Assay Prep 15
Excessive Wetness 151

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, lnc. 
12980 West Cedar Dr. 
Lak~wood, Colorado 80228 
(303) 989-1404 

.. 

REPORT: D89-31477.4 ( CONPLETE > 

CLIENT: BROHN NINING CORP. 
PROJECT: NOHE LISTED 

ORDER 

Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

15 

RENARKS: Final results are reported, 

REPORT COPIES TO: NR. JIN BARROH 
NR. JIN BARRON 

BC 
BONDAR-CLEGG 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

15 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

15 

Geochemical 
Lab Report 

REFERENCE IHFO: NOHE LISTED 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 

15 
151 

INVOICE TO: NR. JIN BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

LakWvood, Colorado 80228

(303) 989-1401 BC
BONDAR-CLEGG

---------------------------------------------------------------------------------------- - ' .n..-

REPORT: D89-31477.4
IBM nummi—L±—wLr—uJ.------

PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT
... Au W "jC III

NUMBER UNITS cite.. ........ ......... ....
**~" "•"■‘w II 1 J

D2 R89-563-725-730 0.0271" WHIM MHOS8
D2 R89-563-730-735 0.006
D2 R89-563-735-740 0.011
D2 R89-563-740-745 0.003
D2 R89-563-745-750 0.003

D2 R89-563-750-755 0.006
D2 R89-563-755-760 0.002
D2 R89-563-760-765 0.002
D2 R89-563-765-770 0.003
D2 R89-563-770-775 0.002

D2 R89-563-775-780 0.007
D2 R89-563-780-765 0.010
D2 R89-563-785-790 0.026
D2 R89-563-790-795 0.024
D2 R89-563-795-800 0.010

.. 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lak ood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31477.4 

SANPLE 
HUNBER 

ELEPIEHT 
UNITS 

D2 R89-5&3-725-730 
D2 R89-563-730-735 
D2 R89-563-735-740 
D2 R89-563-740-745 
D2 R89-563-745-750 

D2 R89-563-750-755 
D2 R89-563-755-760 
D2 R89-563-760-765 
D2 R89-563-765-770 
D2 R89-563-770-775 

D2 R89-563-775-780 
D2 R89-563-780-785 
D2 R89-563-785-790 
D2 R89-563-790-795 
D2 R89-563-795-800 

0.006 
0.002 
0.002 
0.003 
0.002 

0.007 
0.010 
0.026 
0.024 
0.010 

BC 
,____--

BONDAR·CLEGG 

DATE PRINTED: 27-SEP-89 
I PROJECT: NOHE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROUN MINING CORP. 
MR. JIM BARRON 
P. 0. BOX 485 
DEADWOOD, SD 
57732

Invoice r. D015H66, Page 1 

Date : £9~S>EP-S9

Report Nos 
Project 3 
Re f P'i'Bvtce s

080-31477.4 
NONE LISTED 
NOML LISTED

3.5 Analyses of Gold 
Subtotal

at % 7.00 H> 105.00 
T> 105.00 % 105.00

Sample Preparation
15 Samples of Assay Prep 

151 Samples of Excessive Wetness 
Subtotal

at $ 3.00 $ 45.00
at % O.SO 4* 30.20

1 75.HO 75. HO

Invoice Totals $ 180.HO U.S.

. :{• y.7v* V*' • "
THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

-BC 
BONDAR-CLEGG 
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THIS IS A PROFESSIONALSERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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